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Abstract: The operation and the design of organic solar cells with donor/acceptor heterojunction
structure and exciton blocking layer is outlined and results of their initial development and assessment
are reported. Under halogen lamp illumination with 100 mW/cm2 incident optical power density,
the devices exhibits an open circuit voltage VOC = 0.45 V, a short circuit current density JSC between
2 and 2.5 mA/cm2 with a fill factor FF ≈ 50%, an external quantum efficiency (electrons/s over
incident photons/s) EQE ≈ 5% and a power conversion efficiency of about 0.5%. Measurements of the
photoelectrical characteristics with time are also reported, confirming that non encapsulated organic
solar cells have limited stability in ambient atmosphere.
Keywords: organic solar cells; organic photovoltaics; donor/acceptor heterojuntion; exciton blocking
layer; lifetime and degradation
1. Introduction
Organic amorphous semiconductors in the form of polymers or oligomers (also called small
molecules) have by now made their way in Electronics and Optoelectronics [1]. This is due to a simple
and cheap chemical synthesis, not critical film deposition techniques even on flexible plastic substrates
and, last but not the least, their unique and useful optoelectronic properties [2]. Organic thin films
can be produced by several methods, such as high vacuum thermal evaporation for oligomers and
spin-coating, drop-casting, screen printing, spray-coating and inkjet-printing usually for polymers.
Applications include color displays based on organic light emitting diodes (OLEDs), paper (flexible)
Electronics and, more recently, organic solar cells (SCs). Organic photovoltaics is indeed a very active
research field, promising high efficiency, large area and low cost SCs [3,4]. Organic SCs with improved
structures and materials, including bulk heterojunction [5] and perovskites [6], have reached power
conversion efficiencies above 10% [7] but stability and lifetime is still an issue even with encapsulated
devices [8]. In this contribution we report the design, initial development and assessment of donor
(D)/acceptor (A) heterojunction SCs.
The D/A heterojunction is the archetypal structure of several organic SC structures, as first reported
by Tang in 1986 [9]. Considering small molecule organic materials, photons absorption creates excitons,
i.e., electron-hole pairs localized on the molecules and made stable by their Coulomb attractive force.
These are also termed Frenkel excitons and can move by diffusion-driven hopping between nearest
molecules under a concentration gradient. Their binding energy is quite high, even up to 1 eV, due to
the low dielectric constant of the organic materials (εr ~ 3). For this reason, organic SCs are also called
excitonic SCs.
Efficient organic SCs require the separation of the electron hole-pair (exciton dissociation) followed
by charge transport and collection at the electrical contacts. Due to the high binding energy of the
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Frenkel excitons, direct dissociation by the internal electric field, although possible, has a very low
probability, <10%. However, efficient excitons dissociation can be achieved at a heterojunction interface
with proper energy levels offset for charge separation [9]. Frenkel excitons that reach the interface lose
some energy and become charge transfer (CT) excitons, where electron and hole are now localized to
neighboring and chemically different molecules on the two sides of the interface [9,10]. CT excitons
are then easily split by the internal electric field allowing free electrons and holes to be collected at
the electrodes.
Figure 1a shows the structure of an SC heterojunction made on a glass substrate, with a donor
organic material (D) able to transport holes and an acceptor material (A) for electron transport. Figure 1b
shows the open circuit band diagram of the D-A heterojunction SC, that is in flat band condition, where
the energy levels are referenced to the vacuum level, taken as 0 eV. The energy level of the highest
occupied molecular orbital (HOMO) is equivalent to the valence band edge in inorganic crystalline
semiconductors. The energy level of the lowest unoccupied molecular orbital (LUMO) is equivalent to
the conduction band edge. Consequently, the level offset at the D-A interface must be as indicated in
Figure 1b, with the D material having electron affinity (EA) smaller than that of the A material, in order
to easily release electrons (hence the term donor). As the A material accepts electrons (acceptor), this
must have a ionization potential (IP) higher than that of the D material, for releasing holes to the D
layer. The work functions of anode and cathode materials are also shown. The energy of the Frenkel
exciton, generated by optical absorption, is lower than the HOMO-LUMO bangap by a value exactly
equal to the exciton binding energy. The built-in voltage Vbi is given by the work function difference
between cathode and anode materials and is ideally equal to the open circuit voltage VOC of the SC.
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energy states below the LUMO energy level created in the EBL by damage during the metal cathode
deposition [11,12]. This is schematically shown in the open circuit band diagram in Figure 3a. Hence
this three-layer SC can be expected to exhibit a better photovoltaic performance as compared to the
simple two-layer D-A SC.
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2. Materials and Methods
This section describes the D-A three-layer SCs fabricated by the authors. The organic materials
are Copper phtalocyanine (CuPc, Sigma-Aldrich product nr. 546674), used as the D organic material,
fullerene (C60, ABCR product nr. AB109139) as the A organic material, and bathocuproine (BCP,
Sigma-Aldrich product nr. 140910) as the material for the EBL. The molecular structures of these
materials are shown in Figure 3b. The relevant HOMO and LUMO energy levels are shown in the
band diagram of the three-layer D-A organic SC in Figure 3a.
Measured exciton diffusion lengths of many organic materials are reported in [10], including
some spreading range for their values. The C60 has an exciton diffusion length LA = 40 nm whereas
the CuPc has a much shorter exciton diffusion length LD = 5 nm [13]. Due to the very low charge
carrier mobility in amorphous organic materials, it is convenient to choose the thicknesses of the D
and A layers close to their respective exciton diffusion length [10]. As a matter of fact excitons can be
efficiently dissociated only within an exciton diffusion length from the D-A interface. Moreover, due to
the low mobility, most charge carriers can be collected at the electrodes only if the layers are not too
thick. Based on those considerations, we chose 40 nm for the thickness of the A layer and 20 nm for the
D layer. To prevent the damage-induced states from reaching the A layer, the thickness of the EBL
(BCP) must be not too thin but also not too thick for allowing electrons to flow through it and achieving
a low series resistance of the SC. Based on the study reported in [14], we chose a thickness of 12 nm.
All devices are fabricated in a single run by thermal evaporation in high vacuum (5 × 10−7 mbar)
on commercial ITO-coated glass substrates (Merck Display Technologies, ITO film 100 nm thick with
sheet resistance < 20 Ω/). Suitable metal masks are used in close proximity of the substrate for
delimiting the areas to coat with the organic layers and the metal cathode. The organic materials are
used as received (i.e., no further purification) and deposited from Molibdenum boats at a rate of 2 Å/s,
as measured by a quartz microbalance. The Al cathode is deposited from Tungsten coils, at a rate of
4 Å/s. ITO patterning is made by optical photolithography and wet etching. Figure 4a shows a top
view of the devices, with a common 3 mm wide ITO strip for the anode. The organic materials are
deposited first, through a rectangular mask. Next, the four Aluminum 3 mm wide strips are deposited,
through another mask. The sample shown in Figure 4a includes four SCs, each with a 9 mm2 area.
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The external quantum efficiency (EQE) of a solar cell is the ratio electrons/s to incident photons/s.
The electrons/s are calculated from JSC and the photons/s are calculated from the incident optical power
and its optical spectrum. This gives EQE ≈ 5%. The power conversion efficiency (PCE) is the ratio
of the maximum electric power the SC can deliver to an optimum load to the incident optical power.
The PCE is calculated to be about 0.5%. Both EQE and PCE values are lower than previously reported
for SC with similar structure [10] and this can be ascribed to the low value of JSC being about one order
of magnitude smaller. In fact to get a high value of EQE and PCE one must have a high Jsc and VOC
with FF close to 1.
A low JSC is mainly due to excitons loss at non radiative recombination sites for both Frenkel
excitons in the D and A organic layers and CT excitons at the D/A interface. These non radiative
recombination sites can have different origins. (i) foreign impurities incorporated in the organic layers
because the organic materials used for thin film deposition are not purified, (ii) trapping defects created
in the organic layers by the exposure of the SC to oxygen and water (humidity) [15,16] because our SCs
are non encapsulated and operated in ambient atmosphere. Moreover some structural disorder and
traps could also have been generated and propagated through the EBL in the A layer during metal
cathode deposition and this will add a further non radiative recombination path for Frenkel excitons in
the A layer. However we are not able to give proof for the latter hypothesis.
4. Lifetime Tests
Organic materials are very sensitive to oxygen and water (humidity) present in ambient atmosphere
and this can lead to degradation of the performances and eventually to device breakdown [15,16].
For evaluating the aging rate, we measured the J-V characteristics of the SC with time under continuous
illumination, with 100 mW/cm2 incident power density. The results are shown in Figure 5b. A slight
decrease in VOC and a substantial decrease in JSC is evident in a time interval of 48 h. The J-V curves get
less steep with time and this means that the SC attains a higher series resistance RS and a decreasing
fill factor FF.
The values of VOC, JSC, RS and FF with time are shown in Figure 6. The series resistance of the






where Pmax is the maximum electric power the SC can deliver to an optimum load, VOC is the open
circuit voltage, ISC is the short circuit current and VOC ISC is the absolute maximum power the SC
could ideally deliver. Pmax is easily derived from the J-V curves. From Figure 6a after 5 h the short
circuit current density decreases of about 25% as compared to the value at 15 min and then the decrease
rate of the short circuit current density slows down with time reaching about 40% after 48 h. Figure 6b
shows the RS and FF vs. time. It can be noticed that, after 5 h, RS almost quadruplicates and then
continues to increase at a smaller rate. The FF decreases from 50% to about 40% after 5 h time and so
by a relatively small amount and then again the decrease slows down.
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Figure 6. (a) Short circuit current density JSC and open circuit voltage VOC; (b) Series resistance RS
and fill factor FF as a function of time for the best SC under continuous illumination at 100 mW/cm2
incident power density.
I s mmary, an initial relatively fast degradation takes place within five hours from fabrication.
Then the degradation progresses at a lower rate. A proper encapsulation in inert atmosphere [17,18] of
the devices is found to be effective in preventing oxygen and water molecules (extrinsic factors) from
diffusing into the organic layers. In fact chemical reactions with oxygen and water molecules are the
dominant degradation mechanism in air. On the contrary, encapsulated organic SCs have durability
and lifetime dominated by photoelectric and thermal stability (intrinsic factors) of the organic materials.
5. Conclusions
In this paper we report our experience in the fabrication of organic SCs having the D-A
heterojunction structure with EBL. The best devices exhibit an open circuit voltage VOC = 0.45
V, a short circuit current density JSC = 2.35 mA/cm2 with a fill factor FF ≈ 50%, an external quantum
efficiency (electrons/s over incident photons/s) EQE ≈ 5% and a power conversion efficiency of about
0.5%. Non-encapsulated devices are very sensitive to oxygen and humidity induced degradation. This
degradation process was monitored in a time interval of 48 h. Our results confirm that non-encapsulated
orga ic solar c ll have limited stability in ambi nt atmosphere.
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